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NUMERICAL MODELING OF NONLINEAR THERMODYNAMICS IN SMA WIRES

DANIEL R. REYNOLDS AND PETR KLOUČEK

Abstract. We present a mathematical model describing the thermodynamic behavior of shape memory al-
loy wires, as well as a computational technique to solve the resulting system of partial differential equations.
The model consists of conservation equations based on a new Helmholtz free energy potential. The com-
putational technique introduces a viscosity-based continuation method, which allows the model to handle
dynamic applications where the temporally local behavior of solutions is desired. Computational experiments
document that this combination of modeling and solution techniques appropriately predicts the thermally-
and stress-induced martensitic phase transitions, as well as the hysteretic behavior and production of latent
heat associated with such materials.

1. Introduction

In this paper, we consider a fully-coupled nonlinear model governing the thermodynamic behavior of shape
memory alloy (SMA) wires. Shape memory alloys are characterized by their unique ability to undergo a
crystal phase transformation, known as the first-order martensitic phase transformation. This transforma-
tion induces such materials to achieve up to 8% pseudo-elastic deformation (deformation without material
damage) through small changes to their temperature. As a result of this uniquely sensitive responses to
small temperature variations, these materials are currently being considered for such multi-ranging tasks as
nano-machinery, biomedical implants, self-repairing shielding devices, and active damping applications.

An impediment to the development of mathematical models for shape memory alloys is that their unique
behaviors arise from nonlinear thermoelastic material responses. To predict the behavior of such a material
whose free-energy potential has multiple local minima, the continuum thermodynamic equations result in
non-elliptic, highly degenerate systems of equations. Thus in addition to the nonlinear model, we propose a
computational technique to solve this system of equations.

This paper is organized in the following manner. We first discuss the key nonlinear thermodynamic behaviors
of shape memory alloys in Section 2. Then Section 3 details our nonlinear thermodynamic model for these
materials. We then discuss the computational techniques used to render the model solvable in Section 4, and
conclude with computational results verifying the model’s validity and predictive properties in Section 5.

2. Relevant Physical Phenomena

Depending on the material temperature, shape memory alloys may exist in one of a variety of different crystal
structures. The transition temperatures dividing these phases are contingent on the specific alloy, though
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Figure 1. Typical hysteresis loop for a martensitic transformation (left): the transformation
from austenite to martensite occurs along a different pathway than the reverse.
Twinning and the shape memory effect (right): note the twinning as austenite transforms into
martensite. The martensitic lattice is easily deformed under stress. When heated, the deformed
martensite resumes the original austenitic configuration (adapted from [24]).

in general these materials exhibit distinct high and low temperature states. The higher-temperature phase
is called austenite, and the lower-temperature phase is called martensite. However, there exists a ’middle-
range’ of temperatures at which either or both phases may be seen, depending on the thermomechanical
history of the material. This is indicative of sudden transformations in regions of the crystal lattice between
phases as the transformations occur. It is this lack of smoothness in the transition between the two states
that distinguishes the first-order phase transformation from other phase transformations, and gives rise to
such phenomena as hysteresis, twinning, the shape memory effect, and a release of latent heat.

When martensite is heated it begins to transform at the austenite start temperature (As). This phase change is
completed at the austenite finish temperature (Af ). Similarly, the reverse transformation exhibits martensite
start and martensite finish temperatures, Ms and Mf , [6]. The transition temperatures (As, Af ,Ms, Mf )
are typically not the same, in that the heating transformation occurs at a higher temperature than the
cooling transformation, see Figure 1. The difference between these temperatures is called the hysteresis, and
provides a measure of the overall energy absorbed by the material during the phase transformations [13].
Another nonlinear thermal phenomenon unique to the first-order phase transition is the release of latent heat
[27]. This release of latent heat is associated with an increase in entropy during the transition, due to the
conversion between potential and thermal energy [19, 27].

A further behavior unique to shape memory alloys is a phenomenon known as twinning. As the alloy is cooled
from the austenitic parent phase, martensitic variants are created in a twinned pattern, in which the atoms
on opposite sides of twinning planes achieve displacements with mirror symmetry [6]. This occurs since the
crystal lattice strives to achieve minimal potential energy states for a given temperature [21]. This minimum
energy state changes discontinuously as the temperature is lowered between a minimum corresponding to
the unique austenitic lattice to minima corresponding to one of many martensitic lattice variants. Thus,
during the cooling process, many different martensitic phases are created simultaneously from the original
austenitic state, all having equal energy. At this point martensite is easily deformable (Figure 1, right).
While most materials deform by slip or dislocation motion, martensite responds to stress by changing the
orientation of its crystal lattice through movement of the twin boundaries to the most accomodating variant
to the applied stress [24]. However, once the temperature in increased, the crystal lattice returns to the
single austenitic orientation, a phenomenon called the shape memory effect [24], as seen in Figure 1.

Shape memory alloys permit a second means of phase transformation resulting from stress as opposed to
temperature. Here, austenitic shape memory alloys may be transformed into the martensitic phase when
loaded with high stresses. As stresses are increased, the crystal lattice transforms into the martensitic
variant corresponding to maximum strain and minimum stress, rather than allow plastic effects such as slip
or dislocation motion. Upon release of these stresses, the material transforms back into the more stable
austenitic phase. This process may be seen in Figure 2.
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Figure 2. Superelasticity: The ma-
terial begins in the stable austenitic
state under zero initial load. As the
load increases, the lattice deforms elas-
tically. When the stresses exceed a
stress tolerance, the lattice transforms
into the metastable martensitic lattice
rather than suffer plastic damage.
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3. Nonlinear Thermodynamic Model

We model the above behaviors within a continuum thermodynamic framework, in which the material behavior
is determined by a free energy density. This quantity was first discussed in the framework of general phase
transitions by L.D. Landau in the 1940s and A.F. Devonshire in the early 1950s [7, 18]. They postulated
that global and local minima of the free energy with respect to the deformation gradient dictate a material’s
stable and metastable states. The application of these principles to a description of shape memory alloys
was first examined by Ericksen in the mid 1980s [8, 9].

Variable Range Units Description
u IRN m deformation
θ IR+ \ {0} K absolute temperature
γ IRN×N deformation gradient, γ = ∇u
b IRN N kg−1 external body force
r IR W kg−1 external heat supply
q IRN W m−2 referential heat flux
σ IRN×N Pa first Piola-Kirchoff stress tensor
η IR J kg−1 K−1 entropy density
ε IR J kg−1 internal energy density
Ψ IR J kg−1 Helmholtz free energy density

Table 1. Variables and their units used within the model. All quantities are defined for points
(x, t) in the domain Ω× IR+.

Remark 3.1. We make the following remarks on the variables and notation used in the remainder of this
paper.

(1) The austenitic reference configuration is given by u(x) = x.
(2) Due to the multiplicity of stable phases, the deformation has limited regularity, u ∈ L∞(IR+; H1(Ω)),

and the deformation gradient γ(x, t) is only defined almost everywhere x ∈ IRN .
(3) The Helmholtz free energy is defined according to Landau as Ψ = ε− θη, [18].
(4) Time derivatives adhere to the following shorthand, ∂

∂tw(x, t) = ẇ(x, t).

Our thermodynamic model considers the fully-coupled nonlinear system of equations given by the conserva-
tion of mass, conservation of linear momentum, conservation of angular momentum, conservation of energy
and the Clausium-Duhem inequality. In the current notation, this is represented by the system

ρ0ü = Div(ρ0∂γΨ + αγ̇) + ρ0b

ρ0cpθ̇ = ρ0θ∂
2
γθΨ · γ̇ + Tr

(
γ̇T αγ̇

)
+ Div(κdet(γ)∇θ) + ρ0r

(3.1)

(see [23] for the derivation). Here, ρ0 is the referential density, κ is the thermal conductivity and cp is the
specific heat capacity. The model assumes that the body is under constant pressure, with possibly changing
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volume. A further assumption is that any possible viscous stresses may be incorporated through the term
αγ̇, where α ∈ IR3×3 is the symmetric viscous anisotropy matrix having units kg

m s . Moreover, the model
(3.1) uses an inhomogeneous version of the heat flux,

(3.2) q(γ,∇θ) = −κ det(γ)∇θ,

where κ ∈ IR+ \ {0} is the coefficient of thermal conductivity. This choice incorporates information on the
material state (encoded in the deformation gradient γ) into the description of the heat flow through shape
memory materials, as suggested by James and Klouček [16] and Abeyaratne and Knowles [1].

3.1. Helmholtz Free Energy

We use a one-dimensional form of the Helmholtz free energy, Ψ(γ, θ), which provides the thermoelastic
material description within the model (3.1). The construction of this free energy, as well as its relative
merits over other forms may be found in [23]. The full form of our Helmholtz free energy is given by

(3.3) Ψ(γ, θ) = CM (θ)WM (γ) + CC(θ)WC(γ) + CA(θ)WA(γ) + cp(θ − θ ln θ).

Here, for martensitic and austenitic elastic moduli, Em and Ea, the nonconvex martensitic isothermal energy
profile WM is given by

(3.4) WM (γ) =





Em

2ρ0
(γ − 1− γ0)2, γ < 1− γ0,

Em

8ρ0γ2
0

[
(γ − 1)4 − 2γ2

0(γ − 1)2 + γ4
0

]
, γ ∈ [1− γ0, 1 + γ0],

Em

2ρ0
(γ − 1 + γ0)2, γ > 1 + γ0,

Similarly, the nonconvex isothermal energy profile at the transition temperature WC is given by

(3.5) WC(γ) =





Ea+Em

4ρ0
(γ − 1− γ0)2, γ < 1− γ0,

Ea+Em

16ρ0γ4
0

[
(γ − 1)6 − 2γ2

0(γ − 1)4 + γ4
0(γ − 1)2

]
, γ ∈ [1− γ0, 1 + γ0],

Ea+Em

4ρ0
(γ − 1 + γ0)2, γ > 1 + γ0.

The austenitic isothermal energy profile WA is given by

(3.6) WA(γ) =
Ea

2ρ0
(γ − 1)2.

Lastly, the thermal transition functions CM (θ), CC(θ) and CA(θ) are used to connect the isotherms WM ,
WC andWA together. Denoting the martensite finish temperature as θM , the austenite finish temperature as
θA, and the central temperature where both phases have equal energy as θC , these functions are constructed
as piecewise cubic splines satisfying the following requirements:

• CA(θ) = 1 for θ ≥ θA, and CA(θ) = 0 for θ ≤ θC ,
• CM (θ) = 1 for θ ≤ θM , and CM (θ) = 0 for θ ≥ θC ,
• CC(θ) = 1 for θ = θC , and CC(θ) = 0 for {θ : θ ≤ θM , or θ ≥ θA},
• CA(θ) + CM (θ) + CC(θ) = 1 for all θ.

The form (3.3) for the free energy has been constructed to reproduce the first-order phase transformation,
while remaining rich enough to allow for control over the material constants for different shape memory
alloys. Therefore the thermodynamic model (3.1), with the Helmholtz free energy (3.3) at its core, should
fully describe the thermodynamic behaviors described in Section 2. Section 5 provides computational results
showing that indeed the proposed model fulfills this task. However, we first consider the numerical solution
of this system of equations.
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4. Solution Technique

4.1. Continuous Space-Time Galerkin

We first consider the temporal and spatial discretizations of the thermodynamic system (3.1), in order to
arrive at a finite-dimensional, nonlinear, nonconvex root-finding problem. Our first consideration in this
discretization is that the resulting scheme satisfy discrete versions of the original conservation laws. For
this purpose we employ a Continuous Time Galerkin (CTG) method for the time-discretization of the PDE
system. CTG methods were first introduced in the context of ordinary differential equations by Hulme
[14], and further expanded by French and Schaeffer [11], and French and Jensen [10]. According to these
studies, CTG methods retain continuity in time, so the original conservation principles remain applicable to
the resulting discrete systems. Moreover, when combined with finite element approximations of the spatial
variables, CTG schemes provide for a unified treatment of both the spatial and temporal discretizations.

To this end, we use piecewise linear approximations for our state variables u and θ in both space and time,
as dictated by the underlying regularity of the PDE system. We first consider the following discretizations
of our computational domain [0, L]× [0,∞),

0 = x0 < x1 < . . . < xN = L, Ij = (xj−1, xj),

0 = t0 < t1 < t2 < . . . , Jn = (tn−1, tn).

Associated with these discretizations, we have the piecewise linear finite element approximation spaces

S = {χ ∈ S : χ|Ij ∈ P1(Ij), j = 1, . . . , N} ⊂ C([0, L])

V = {τ ∈ V : τ |Jn ∈ P1(Jn), n = 1, . . . ,∞} ⊂ C([0, T ]),

and define the overall approximation space A = S ⊗ V. We also define the inner-product

〈〈u , v〉〉n =
∫ L

0

∫ tn

tn−1

u(x, t) v(x, t) dt dx.

Since the momentum equation from our system (3.1) is a second-order in time ordinary differential equation
in u, we introduce the weak velocity v ∈ A as the weak solution to the equation

〈〈v ,ϕ〉〉 = 〈〈u̇ ,ϕ〉〉 , ∀ϕ ∈ L2(Jn;S).

With the above definitions and notation, we find time-level solutions to the model as functions X(x, t) =
[u(x, t), v(x, t), θ(x, t)] ∈ A×A×A providing the weak solution to the first-order in time systems

(4.1) gn(X, ϕ) =




〈〈u̇− v ,ϕ〉〉n〈〈
ρ0v̇ − ρ0∂

2
γxΨ− α ∂2

xxv − ρ0b ,ϕ
〉〉

n〈〈
ρ0cpθ̇ − ρ0θ∂

2
γθΨγ̇ − α γ̇2 − κ∂x (γ∂xθ)− ρ0r ,ϕ

〉〉
n


 = 0,

for all test functions ϕ ∈ L2(Jn;S), on each time interval Jn.

Due to the piecewise linearity of the approximation space V, the state variables u, v and θ may therefore be
represented in the time interval Jn using only the time level states u(x, tn), u(x, tn−1), etc. Furthermore, for
computational simplicity we represent the quantities γ(x, t), r(x, t), b(x, t), ∂γΨ(x, t) and ∂2

γ,θΨ(x, t) linearly
in time as well. We assume that errors introduced through these linear approximations are of the same
magnitude as those introduced through the piecewise linear approximation of u, v and θ. For notational
simplification, we denote these time-level states as u(x, tn) = un(x). Lastly, due to the piecewise-linear finite
element discretization in space, the nonlinear system (4.1) may be equivalently written for the coefficients
Xn

∆x = [un
1 , un

2 , . . . , un
N , vn

1 , . . . , vn
N , θn

1 , . . . , θn
N ] as the finite-dimensional nonlinear system

(4.2) gn,∆x(Xn−1
∆x , Xn

∆x, ϕ) = 0, for allϕ ∈ L2(Jn,S).



6 DANIEL R. REYNOLDS AND PETR KLOUČEK

4.2. Krylov Inexact Newton Solver

In order to solve the finite-dimensional nonlinear system (4.2), we employ a standard Krylov Inexact New-
ton method (see [5, 15]). We add to this a standard backtracking linesearch method to provide both a
robustification strategy as well as diagnostic information on the state of the system (see the next section).

In particular, for the Krylov Inexact Newton system solution, we use a preconditioned GMRES algorithm,
with the preconditioner resulting from an incomplete LU factorization of the sparse Newton system matrix.
We tried a variety of standard inexactness parameters and linesearch methods, all having relatively similar
performance, solving the system (4.2) very quickly for the majority of time steps of each simulation. However,
during moments of phase transition, the standard solver proved inadequate. The adjustments to the solution
method during these moments of difficulty are discussed in the following section.

4.3. Viscosity-Based Continuation

The central difficulty in solving the system (4.2) occurs at moments when regions of the simulated shape
memory wire go through the first-order phase transformation. These numerical difficulties, as well as the
transition itself, result from the nonconvexity of the free energy Ψ. Theoretical results have only been
able to show existence of weak solutions for similar models incorporating large viscosity coefficients α (see
[12, 19]). However, viscous effects are not observed in physical tests on shape memory alloys (see Seelecke et
al. [25, 26]). Furthermore, Antman and Seidman have shown that the addition of such linear viscous effects
violates basic physical principles such as material frame indifference and observer invariance (see [2, 3]). We
are thus faced with the difficulty of balancing solvability of the problem (represented by an inflated viscosity
coefficient α) with accuracy in the model solution (represented by the zero-viscosity solution).

In order to balance these contrary demands, we propose the following viscosity-based continuation method.
We detect moments of phase transition by monitoring iterates in the linesearch method. Once these iterates
show signs of stagnation, and thus phase transition, the viscosity coefficient α is increased to a level proposed
by the theoretical results in order to render the model well-posed. The aforementioned inexact Newton
method is then applied to solve this perturbed system for a perturbed solution at the current time step.
From this point, the viscosity level α is progressively lowered, using the previous viscosity-perturbed solutions
to determine the initial guesses for the Inexact Newton solver to better calculate the same time step. For this
viscous continuation, we attempted using initial guesses as both the previous viscosity-perturbed solution
as well as a linearly extrapolated guess from the previous two viscosity-perturbed solutions. Both worked
equally well.

This algorithm is designed to serve two key purposes. First, it assures that the overall time-stepping scheme
remains stable by reverting to the solution of a perturbed system during moments of computational difficulty.
Second, the continuation method shown here reduces the amount of error in the solution introduced through
the artificial dissipation. In computational tests, this method typically achieves solutions using viscosity
coefficients at least an order of magnitude smaller than those required without reduction of the viscosity (i.e.
[12, 22]).

5. Computational Verification of the Model

The computational results in this section are designed to provide numerical evidence that the proposed
model is indeed able to reproduce the range of nonlinear behaviors unique to shape memory alloys. Thus in
the following sections we show results on the thermally- and stress-induced phase transformations; we also
provide evidence that these phase changes give rise to hysteretic and latent heat effects.

For the calculations, we consider the wire to have length L with small cross-sectional area β. The heating
of the SMA wire is controlled through the term r(x, t). The vibrational forces are implemented by the
term b(x, t), and affect the material at the x = L end of the wire. This end of the wire is considered
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thermally insulated. The x = 0 end of the wire is held fixed in both deformation and temperature. The
material constants used here are those of the SMA NiTi: ρ0 = 6.45 × 103 kg

m3 , κ = 10 W
m K , cp = 322 J

kg K ,
Ea = 7.5 × 1010Pa, Em = 2.8 × 1010Pa, γ0 = 0.02, L = 0.05m, β = 2 × 10−8m2, θA = 350K, θC = 335K,
and θM = 320K.

In the following examples, we make use of color plots to represent the various material phases at different
locations along the wire. Since the material phases at equilibrium correspond to γ(x) = 1 for austenite
and γ(x) = 1± γ0 for martensite, and also since these dynamic experiments allow for deviations away from
equilibrium, we may choose between the phases in the following manner at each point x in the wire: if
γ(x) ≥ 1 + γ0/2, it is colored as martensite+ (blue or black); if γ(x) ≤ 1− γ0/2, is is colored as martensite−

(red or dark grey); otherwise it is colored as austenite (yellow or light grey). An example of this technique
is given in the following Figure.

Figure 3. Phase Visualization
Technique: Note the austenitic re-
gions in the left half, and twinned
martensitic regions in the right.

5.1. Thermally-Induced Phase Transformations

The first computational experiments that we present exhibit the thermally-induced phase transformation.
These numerical experiments were performed under constant heating (or cooling) of the wire through the
external heat supply term r. We begin with the wire as relaxed austenite, with velocity set to zero and initial
temperature at the transition temperature θC . From the beginning of the simulation, the heat supply term
is held constant at r(x, t) = −6 kJ g−1 in order to lower the temperature of the wire into the martensitic
temperature range. We present time level states of the temperature distribution, and phase plots in the wire
at the times t = 0.1 ms, 0.9124 ms, 0.9204 ms, and 1.7288 ms.

As shown in the temperature plots in Figure 4, the temperature decreases from the transition temperature
θC = 335K down to near the martensite finish temperature at 320K. At this point, however, distributed
regions of the wire begin transforming to the martensite phase. As this transformation occurs, the temper-
ature of the transforming regions jumps due to the latent heat effects. Moreover, phase plots in Figure 4
show that the transformation occurs in (distributionally) about half of the wire at first. Then because of
the thermal increase, more heat must be removed from the wire in order to finish the transformation to
martensite. Finally after the transformation is complete the heat again smoothes out through the length of
the wire.

We may similarly consider the phase plots in Figure 4. As the temperature is decreased, we see that as time
goes on the austenitic state destabilizes, leaving alternating regions of austenite and martensite variants,
until the transformation is complete and the wire resides in the stable martensitic configuration. A key
item of note in these plots is that due to the multiplicity of equally-stable martensitic variants, the resulting
fully-transformed martensitic state of the wire is not uniformly twinned throughout the length of the wire.
These deviations from the perfectly twinned configuration are realistic of nature, where the sudden formation
of martensite upon cooling results in mostly twinned structures, along with possibly random variations from
the fully-twinned state.

We note that the reverse transformation from the low-temperature martensitic state to the high-temperature
austenite state is similar to the above transformation.
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Figure 4. Temperatures and Phases for the Thermally-Induced Transformation: Note the
non-smooth latent heat effects as each lattice element transforms independently, as well as the
eventual smoothing of the temperature in time (left). As the temperature is decreased, the austenite
transforms in a distributed fashion into the different martensite variants (right).

5.2. Stress-Induced Phase Transformation

A key reason for the consideration of nonlinear models as opposed to linearized models, is the ability of
nonlinear models to handle both the thermally- and stress-induced phase transformations [19]. We thus
consider the following computational experiment testing the ability of the model to handle the stress-induced
phase transformation, as discussed in Section 2. In this experiment, we begin with the wire as relaxed
austenite, with zero initial velocity and with initial temperature θ0 = 345K (between θC and θA). The
experiment runs for a simulation time of 2 ms. In the first 0.5 ms, body forces linearly increase on the
rightmost end of the wire from 0 to 1× 105 N

kg , providing enough tensile force to induce the transformation
to martensite+. Then the body forces decrease linearly to −1 × 105 N

kg for 1 ms, first relaxing the wire and
then compressing it back through the austenite state and into the martensite− state. For the final 0.5 ms of
the simulation, the body forces then linearly return to the relaxing state of 0 N

kg .
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Figure 5. Deformation Gradient Plots for the Stress-Induced Phase Transformations: Note the
distinct clustering near the various stable states at γ ∈ {1, 1 + γ0, 1− γ0}.
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These effects may be seen in the time-level states of the deformation gradients in Figure 5. We plot the
states at the time values t = 0.1ms, 0.3261ms, 0.3861ms, 1.2686ms, 1.3346ms and 1.3866ms. Examining the
deformation gradients in time, we see the effects of increasing tensile load in the first three plots, showing
the sudden jumps in various parts of the wire from the austenite phase to the martensite+ phase. As with
the temperature-induced transformation, small regions of the wire transform seemingly independently from
each other, forming regions of mixed phase in the wire, until the load has increased enough to pull the entire
wire into the martensite+ phase. The final three plots show the subsequent compression of the wire, in which
lattice elements in the wire first begin to transform back to the austenite state (t = 1.2686ms), and then due
to the large compressive force they continue the transformation into the martensite− state.

5.3. Hysteresis

In addition to the thermally- and stress-induced phase transformations, our nonlinear model also accounts
for the hysteresis discussed in Section 2. Upon collecting simulation data from repeated thermally-induced
phase transformations, we arrive at the phase vs. temperature plot in the following Figure. We used data
from 8 experiments, in which the heat supplies varied in the range ±4 to ±10 kJ

g ms . Each of these simulations
calculated 2,000 time steps, resulting in 16,000 data points on the plot representing the percentage of austenite
in the wire as a function of the average temperature.

Figure 6. Computed Hysteresis loop.
The plot is assembled using a number
of simulations. The average state of the
wire at each time level is represented by
one point. Note the hysteretic gap be-
tween transformation temperatures, as
predicted in Figure 1.

0%

100%
A
u
s
t
e
n
i
t
e
 
%

θM θC θA 

�����
perature

���	��
������������������
esis

5.4. Latent Heat

As has been evidenced in the computational experiments of the thermally-induced phase transformation in
Section 5.1, the proposed model accounts for the effects of the latent heats of transformation. Moreover,
these effects are implicitly accounted for by the nonlinearity of the model, and do not need to be supplied
as additional terms, as must be done in many linearized models [4, 17, 20]. The latent heat may be directly
observed through changes in the overall enthalpy of the wire in time. At constant pressure, the total enthalpy
(in Joules) of the wire at the time t is given by

(5.1) H(t) =
∫

Ω

ρ0 θ(x, t) η(x, t) dx = ρ0β

∫ L

0

θ(x, t) η(x, t) dx.

Figure 7 shows the time histories of the enthalpy from two thermally-induced phase transformations. The
plot on the left corresponds to the overall enthalpy resulting from the martensite to austenite transformation,
and the plot on the right corresponds to the reverse transformation. The items to note in these plots
are the sudden enthalpy jumps, corresponding to the latent heats of transformation. Moreover, published
values of latent heat for these materials provide the latent heat coefficient per unit volume of NiTi as
kl = 1.56 × 108 kg

m s−2 . Converting this number into units corresponding to the total change in enthalpy
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Figure 7. Enthalpy Plots Showing Latent Heat Effects: The thermally-induced martensite to
austenite transformation is on the left, and the reverse transformation is on the right.

gives an enthalpy change of 0.156kg m2

s2 . Thus, we see that the predicted latent heats of transformation from
Figure 7 are within a factor of two of the measured values.

6. Conclusions

Due to our retention of the full nonlinear model (3.1), as well as the proposed solution method from Section 4,
this model accurately describes the nonlinear physics of shape memory alloy wires. Thus it may provide key
information predicting the material response expected from various shape memory alloy wires, without the
need for possibly detailed and costly experimentation. This information could then be used to aid in the
design of macroscale devices using shape memory alloy wires. Additionally, through further research into
the behavior of the model, controlling methods may be investigated for taking advantage of the nonlinear
behaviors unique to shape memory alloys.

An area for related work lies in the expansion of the current model to higher dimensions. We believe that the
general nonlinear thermodynamic model in Section 3, and the overall solution method proposed in Section 4
would work similarly for the higher-dimensional cases of thin films and solids
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